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(57) ABSTRACT

A system for displaying images employing an organic elec-
troluminescent device is provided. The organic electrolumi-
nescent device includes a first substrate with an inside sur-
face; an organic electroluminescent pixels array disposed on
the inside surface of'the first substrate; a second substrate with
an inside surface, wherein the inside surface of the second
substrate is opposite to the inside surface of the first substrate;
acolor filter layer disposed on the inside surface of the second
substrate; and an opaque frit sealing layer disposed between
the first substrate and the second substrate, wherein the
opaque frit sealing layer is separated from the organic elec-
troluminescent pixels array by a dummy region and is encap-
sulating the organic electroluminescent pixel array between
the first substrate and second substrate, and wherein the
dummy region is filled up with a black matrix material, a frit
sealing layer.
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1
IMAGE DISPLAY SYSTEM

CROSS REFERENCE TO RELATED
APPLICATIONS

This application is based upon and claims the benefit of
priority from the prior Taiwan Patent Application No.
100145292, filed on Dec. 08, 2011, the entire contents of
which are incorporated herein by reference.

BACKGROUND

1. Technical Field

The present invention relates to an image display system,
and in particular relates to an image display system having an
organic electroluminescent device.

2. Description of the Related Art

Organic light-emitting diodes (OLED) use an organic elec-
troluminescent layer. The trend in organic electroluminescent
display technology is for higher luminescent efficiency and
longer lifetime. As a result, an active matrix organic electrolu-
minescent device with thin film transistors has been devel-
oped. The active matrix organic electroluminescent device
has panel luminescence with thin and lightweight character-
istics, spontaneous luminescence with high luminescent effi-
ciency and low driving voltage, and advantages of increased
viewing angle, high contrast, high-response speed, and full
color. However, since the organic electroluminescent device
is easily damaged by ambient humidity and air penetration,
the organic electroluminescent device has poor stability in
general.

Therefore, in the fabrication of the organic electrolumines-
cent device, a sealing process for protecting the organic elec-
troluminescent pixels array of the organic electroluminescent
device from the outside may be performed. For example, a
sealant such as an epoxy resin is disposed on the edges of am
encapsulating cover for encapsulating the organic electrolu-
minescent device, and the encapsulating cover has a cavity for
containing an absorbent. However, since it is not possible to
completely prevent moisture and oxygen from permeating
from the outside into the organic electroluminescent device
by the above-described methods, the organic electrolumines-
cent device may be deteriorated after operating for a period of
time.

In order to solve the aforementioned problem, an organic
electroluminescent device 10 sealed with a low-melting seal-
ing glass has been disclosed. Please referring to FIG. 1, the
organic electroluminescent device 10 has a substrate 12, and
an organic electroluminescent pixels array 14 is formed on
the substrate 12. A package substrate 16 is disposed opposite
to the substrate 12, and a low-melting sealing glass 18 is used
to seal the substrate 12 with the package substrate 16, defining
a space containing the organic electroluminescent pixels
array 14. It should be noted that, since the low-melting sealing
glass is cured by a laser curing process, the low-melting
sealing glass 18 should be separated with a predetermined
distance D from the organic electroluminescent pixels array
14 (forming a gap 15) in order to prevent the organic elec-
troluminescent pixels array 14 from the heat generated during
the laser curing process. Further, the organic electrolumines-
cent device 10 must have a polarizing film 12 disposed on the
package substrate 16, in order to prevent the reflective ambi-
ent light (incident from the gap 15 and passed through the
low-melting sealing glass) from degrading the display per-
formance of the organic electroluminescent device 10. How-
ever, the additional process for forming the polarizing film
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results in a longer manufacturing time and higher cost and
reduces the yield of the organic electroluminescent device.

Therefore, a novel organic electroluminescent device
which overcomes the above problems is desired

SUMMARY

An exemplary embodiment of the invention provides a
system for displaying images including an organic electrolu-
minescent device. The organic electroluminescent device
includes a first substrate with an inside surface; an organic
electroluminescent pixels array disposed on the inside sur-
face of the first substrate; a second substrate with an inside
surface, wherein the inside surface of the second substrate is
opposite to the inside surface of the first substrate; a color
filter layer disposed on the inside surface of the second sub-
strate; and an opaque frit sealing layer disposed between the
first substrate and the second substrate for sealing the first
substrate and the second substrate, wherein the opaque frit
sealing layer is separated from the organic electrolumines-
cent pixels array by a dummy region and is encapsulating the
organic electroluminescent pixel array between the first sub-
strate and second substrate, and wherein the dummy region is
filled up with a black matrix material, a frit sealing layer, or
combinations thereof.

A detailed description is given in the following embodi-
ments with reference to the accompanying drawings.

BRIEF DESCRIPTION OF THE DRAWINGS

The disclosure can be more fully understood by reading the
subsequent detailed description and examples with refer-
ences made to the accompanying drawings, wherein:

FIG. 1 is a schematic cross section of a conventional
organic electroluminescent device.

FIG. 2 is a schematic plane view of the organic electrolu-
minescent device according to an embodiment of the present
invention.

FIG. 3 is a schematic cross section of the organic electrolu-
minescent device shown in FIG. 2 along the line 3-3".

FIG. 4 is a close-up diagram of region 4 of the organic
electroluminescent device shown in FIG. 3.

FIGS. 5-7 show a series of close-up diagrams ofthe organic
electroluminescent devices showing the constitution of the
dummy region.

FIG. 8 schematically shows an image display system
including the organic electroluminescent devices of the
present invention.

DETAILED DESCRIPTION

Accordingly, the present invention provides an image dis-
play system including an organic electroluminescent device.
In particular, the organic electroluminescent device of the
present invention can eliminate the polarizing film, thereby
reducing manufacturing time for fabrication and cost and
increasing the yield. Further, the luminous efficiency of the
organic electroluminescent device can also be increased since
the emitted light of the organic electroluminescent device
does not have to pass through the polarizing film.

The following description is of the best-contemplated
mode of carrying out the invention. This description is made
for the purpose of illustrating the general principles of the
invention and should not be taken in a limiting sense. The
scope of the invention is best determined by reference to the
appended claims.
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FIG. 2 shows a schematic plane view of an organic elec-
troluminescent device 100 according to an embodiment of the
present invention. The organic electroluminescent device 100
an opaque frit sealing layer 112 and a color filter layer 120
(the color filter layer 120 is disposed over an organic elec-
troluminescent pixels array (not shown)), wherein the opaque
frit sealing layer 112 and the color filter layer 120 (and the
organic electroluminescent pixels array) are separated by a
dummy region 118. The dummy region 118 has a specific
width W apart from the organic electroluminescent pixels
array in order to prevent the organic electroluminescent pixels
array from damaging by the heat generated during a laser
curing process of the opaque frit sealing layer 112. Herein, the
width W can be between 0.05~0.5 um, such as 0.1-0.3 um.

Please referring to FIG. 3, a cross section of the organic
electroluminescent device 100 of FIG. 2 along the line 3-3'is
shown. The organic electroluminescent device 100 includes a
first substrate 102 (such as a glass substrate), the first sub-
strate 102 has an inside surface 101, and an organic electrolu-
minescent pixels array 108 disposed on the inside surface 101
of the first substrate 102. The organic electroluminescent
pixels array 108 can include a plurality of organic electrolu-
minescent pixel elements 104 and a planarization layer 106
covering the organic electroluminescent pixel elements 104.
The organic electroluminescent pixel element 104 can be a
top-emission white organic electroluminescent pixel ele-
ment. The organic electroluminescent device 100 includes a
first substrate 102. The organic electroluminescent device
100 further includes a second substrate 110 disposed opposite
to the first substrate 102, wherein the first substrate 102 is
separated from the second substrate 110 by an opaque frit
sealing layer 112. The second substrate 110 can be a trans-
parent substrate, such as a glass substrate, transparent plastic
substrate, or transparent ceramic substrate. The second sub-
strate 110 has an inside surface 103, wherein the inside sur-
face 101 of the first substrate 102 is opposite to the inside
surface 103 of the second substrate 110. A color filter layer
120 is disposed on the inside surface 103 of the second sub-
strate 110, wherein the color filter layer 120 can include ared
color filter layer, blue color filter layer, and green color filter
layer respectively corresponding to the organic electrolumi-
nescent pixel elements 104, making the organic electrolumi-
nescent device 100 achieve full-color display.

Moreover, according to another embodiment of the present
invention, the color filter layer 120 can further include a red
color filter layer, a blue color filter layer, a green color filter
layer, and a black matrix layer, in order to improve the con-
trast.

In the embodiment of FIG. 2, the opaque frit sealing layer
112 is used to encapsulate the first substrate 102 and the
second substrate 110. The method for forming the opaque frit
sealing layer 112 includes providing a frit material and sub-
jecting the frit material to a laser curing process, wherein the
frit material can include a glass powder, and a light absorbed
particle. Since the ambient light can be absorbed by the
opaque frit sealing layer 112 (serving as a light-absorbing
layer), the performance of the organic electroluminescent
device 100 would not be degraded by the ambient light. The
glass powder can include SiO, and further include K,O,
Sb,0;, Zn0, P,O4, V,0,, TiO,, B,0O,, WO,, Fe,0;, Nd,O,,
La, 05, Ce,0,, PrsO,,, Er,0;, CeO,, or combinations
thereof. The glass powder is disclosed in detail in U.S. patent
Ser. No. 10/823,331. The light absorbed particle can be black
pigment particles or metallic particles, such as carbon clack,
graphite, Fe, Cu, V, or Mo. The frit material can further
include an adhesive agent (such as an organic compound) for
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increasing the viscosity of the frit material. For example, the
frit material can be coated on the second substrate 110 via
screen printing.

Further, it should be noted that the opaque frit sealing layer
112 of the organic electroluminescent device 100 is separated
from the organic electroluminescent pixels array 108 by a
dummy region 118. Please refer to FIG. 2. The dummy region
118 has a specific width W apart from the organic electrolu-
minescent pixels array in order to prevent the organic elec-
troluminescent pixels array from damage by the heat gener-
ated during a laser curing process of the opaque frit sealing
layer 112. Herein, the width W can be between 0.05~0.5 pm,
such as 0.1-0.3 pm.

In comparison with the prior art, the present invention
employs a black matrix material 114, a frit sealing layer 116,
or combinations thereof for filling the dummy region 118. For
example, in the embodiment of FIG. 3, the dummy region 118
is filled with the black matrix material 114, and the frit sealing
layer 116. Please refer to FIG. 4 (a schematic close-up dia-
gram of region 4 of FIG. 3), wherein the planarization layer
106 of the organic electroluminescent pixels array 108 is
adjacent to the dummy region 118. Particularly, the frit seal-
ing layer 116 is formed by the same frit material which is used
to form the opaque frit sealing layer 112. The method for
forming the frit sealing layer 116 and the opaque frit sealing
layer 112 includes the following steps: first, a layer of frit
material is formed; next, the layer of frit material is subjected
to a baking process; next, a part of frit material (positioned
adjacent to the boundary of'the first substrate 102 and second
substrate 110, away from the organic electroluminescent pix-
els array 108) is cured by a laser curing process, forming the
opaque frit sealing layer 112, wherein the un-cured frit mate-
rial is defined as the frit sealing layer 116. Namely, the opaque
frit sealing layer 112 and frit sealing layer 116 are formed by
the same material, but the difference therebetween is that the
frit material for forming the opaque frit sealing layer 112 is
further cured by the laser curing process, and the frit material
for forming the sealing layer 116 is not. Although the frit
sealing layer 116 is not subjected to the laser curing process,
the frit sealing layer 116 can also serve as a light absorbing
layer since the frit sealing layer 116 includes the light
absorbed particle. As show in FIG. 4, the black matrix mate-
rial 114 and the frit sealing layer 116 are both perpendicular
to the first substrate 102.

Accordingly, since the dummy region 118 is filled with the
black matrix material 114, the frit sealing layer 116, or a
combination thereof, when the ambient light enters into the
dummy region 118, the ambient light would be adsorbed by
the black matrix material 114 and/or the frit sealing layer 116,
rather than be reflected by the substrate to degrade the per-
formance of the organic electroluminescent device 100.
Accordingly, the organic electroluminescent device 100 of
the present invention eliminates the polarizing film addition-
ally disposed on an outside surface of the second substrate,
thus saving one process in comparison with prior arts.

For another embodiment of the present invention, please
refer to FIG. 5, wherein the dummy region 118 can be filled
with the frit sealing layer 116 merely. Further, please refer to
FIG. 6, wherein the black matrix material 114 can be a solid
layer and directly formed on the inside surface 103 of the
second substrate 110, and the frit sealing layer 116 can be
formed below the black matrix material 114. As show in FIG.
6, the black matrix material 114 and the frit sealing layer 116
are both parallel with the first substrate 102.

For some embodiments of the present invention, please
refer to FIG. 7, wherein the dummy region 118 is filled with
the black matrix material 114 and the frit sealing layer 116.
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The black matrix material 114 can be point-shaped, bar-
shaped, or net-shaped structure, and the frit sealing layer is
filled into the vacant space 117 or meshes of the black matrix
material 114 with point-shaped, bar-shaped, or net-shaped
structure.

Due to the vacant space 117 or meshes of the black matrix
material 114 with point-shaped, bar-shaped, or net-shaped
structure, the frit sealing layer 116 may be further cured
through the vacant space 117 or meshes. The black matrix
material 114 can be ellipse-shaped, triangle-shaped, rhom-
bus-shaped, square-shaped, rectangle-shaped, pentagon-
shaped, hexagon-shaped, or combinations thereof, when the
black matrix material 114 has a point-shaped structure.

Referring to FIG. 8, an image display system 300 for dis-
playing images including the organic electroluminescent
device 100 according to an embodiment of the invention is
shown. The image display system 300 can be a electric device
such as notebook computer, mobile phone, digital camera,
personal data assistant (PDA), desktop computer, television,
car display, or portable DVD player. The organic electrolu-
minescent device 100 of the image display system 300 can be
further coupled to an input unit 200. The input unit 200 is
operative to provide input to the organic electroluminescent
device 100, such that the organic electroluminescent device
100 displays images.

While the disclosure has been described by way of example
and in terms of the preferred embodiments, it is to be under-
stood that the disclosure is not limited to the disclosed
embodiments. To the contrary, it is intended to cover various
modifications and similar arrangements (as would be appar-
ent to those skilled in the art). Therefore, the scope of the
appended claims should be accorded the broadest interpreta-
tion so as to encompass all such modifications and similar
arrangements.

What is claimed is:

1. A system for displaying images, comprising:

an organic electroluminescent device, comprising:

a first substrate with an inside surface;

an organic electroluminescent pixels array disposed on the

inside surface of the first substrate;

asecond substrate with an inside surface, wherein an inside

surface of the second substrate is opposite to the inside
surface of the first substrate;

a color filter layer disposed on the inside surface of the

second substrate; and

an opaque frit sealing layer disposed between the first

substrate and the second substrate for sealing the first
substrate and the second substrate, wherein the opaque
frit sealing layer is separated from the organic electrolu-
minescent pixels array by a dummy region and is encap-
sulating the organic electroluminescent pixel array
between the first substrate and second substrate, and
wherein the dummy region is filled up with a black
matrix material and a frit sealing layer, wherein the black
matrix material is directly on an inside surface of the
second substrate, and at least part of the frit sealing layer
is below the black matrix material.

2. Theimage display system as claimed in claim 1, wherein
the black matrix material and the frit sealing layer are both
parallel with the first substrate.

3. Theimage display system as claimed in claim 1, wherein
the black matrix material has a point-shaped, bar-shaped, or
net-shaped structure.

10

15

20

25

30

35

40

45

50

55

6

4. The image display system as claimed in claim 1, wherein
the dummy region is in direct contact with the opaque frit
sealing layer.

5. The image display system as claimed in claim 4, wherein
the black matrix material has a point-shaped, bar-shaped, or
net-shaped structure, and the frit sealing layer is filled into a
vacant space of the point-shaped, bar-shaped, or net-shaped
structure.

6. The image display system as claimed in claim 1, wherein
the second substrate is a glass substrate, transparent plastic
substrate, or transparent ceramic substrate.

7. The image display system as claimed in claim 1, wherein
the organic electroluminescent pixels array comprises a plu-
rality of organic electroluminescent pixel elements, and a
planarization layer covers the organic electroluminescent
pixel elements.

8. The image display system as claimed in claim 7, wherein
the organic electroluminescent pixels array is separated from
the dummy region by the planarization layer.

9. The image display system as claimed in claim 1, wherein
the dummy region has a width of between 0.05~0.5 pm.

10. The image display system as claimed in claim 1,
wherein the dummy region has a width of between 0.1~0.3
pm.

11. The image display system as claimed in claim 1,
wherein the color filter layer comprises a red color filter layer,
blue color filter layer, and green color filter layer.

12. The image display system as claimed in claim 1,
wherein the color filter layer comprises a red color filter layer,
blue color filter layer, green color filter layer, and black matrix
layer.

13. The image display system as claimed in claim 1,
wherein the frit sealing layer is made of a frit material, and the
frit material comprises a glass powder, and a light absorbed
particle.

14. The image display system as claimed in claim 13,
wherein the glass powder comprises silicon oxide.

15. The image display system as claimed in claim 14,
wherein the glass powder further comprises K,O, Sb,0O;,
Zn0, P,04, V,0s, TiO,, B,0,, WO,, Fe, 05, Nd,O;, La,0,,
Ce,04, Pr,O,,, Er,0;, CeO,, or combinations thereof.

16. The image display system as claimed in claim 13,
wherein the light absorbed particle comprises a black pig-
ment particle or a metallic particle.

17. The image display system as claimed in claim 13,
wherein the opaque frit sealing layer comprises a product
formed by subjecting the frit material to a laser curing pro-
cess.

18. The image display system as claimed in claim 1,
wherein the dummy region comprises the black matrix mate-
rial, and the black matrix material is a continuous layer.

19. The image display system as claimed in claim 1,
wherein the black matrix material is ellipse-shaped, triangle-
shaped, rhombus-shaped, square-shaped, rectangle-shaped,
pentagon-shaped, hexagon-shaped, or combinations thereof.

20. The image display system as claimed in claim 1, further
comprising:

an electric device, wherein the electric device comprises:

the organic electroluminescent device; and

an input unit coupled to the organic electroluminescent

device and operative to provide input to the organic
electroluminescent device such that the organic elec-
troluminescent device displays images.
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